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GUANGDONG C丁UBE INDUSTRY CO. LTD

CHENTANGNINIU INDUSTRY JIAOLI VILIAGE ZHONGTANG TOWN, DONGGUAN CITY, CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC Corrugated conduit

CP19-020799 - GZSGS Job No.·

ct 20Model No.

ct 16, ct 25, q; 32, <Z: 40, q; 50Client Ref. Info. :

25 Apr 2019Date of Sample Received ·

25 Apr 2019 - 29 Apr 2019

Selected test(s) as requested by client.
Please refe『to next page(s).

Please refe『to next page(s).

Based on the pe『formed tests on submitted sample（时，the results of Lead,
Mercury, Cadmium, Hexavalent chromium, Polyb「ominated biphenyls (PBBs),
Polybrominated diphenyl ethers (PBDEs) and Phthalates such as
Bis(2-ethylhexyl) phthalate (DEHP) , Butyl benzyl phthalate (BBP), Dibutyl
phthalate (DBP) , and Diisobutyl phthalate (D旧P) comply with the limits as set by
RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU.

Signed for and on behalf of
SGS-CSTC Standards Technical Se『vices Co., Ltd. Guangzhou Branch

μ今伽
Kelly Qu
Approved Signatory
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Testing Period :

Test Requested .
Test Method :

Test Results .

Conclusion :
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Test Results :

D臼αiption
Orange plastic Pipe

Test Part Descriotion .

SGS Sample ID
CAN19-072664.001

(1）才mg/kg = 0.0001 %
(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL )

(4) "-"=Not Regulated

Remarks:

R。HS Directive (EU) 2015/863 amendina Annex II to Directive 20刊／65/EU

With reference to IEC 62321-4:2013+A1 :2017, IEC 62321-5:2013, IEC 62321-7-2:2017, IEC
62321-6:2015 and IEC 62321-8:2017, analyzed by ICP-OES, UV-Vis and GC-MS.
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SN1

Test Method :
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Limit
100

1,000
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Test ltem(s)
Cadmium (Cd)
Lead (Pb}
Mercury (Hg)
Hexavalent Ch『omium (C『VI)
Sum of PBBs

1,000

Monob『omobiphenyl
Dibromobiphenyl
Tribromobiphenyl
Tetrabromobiphenyl
Pentabromobiphenyl
Hexabromobiphenyl
Heptabromobiphenyl
Octabromobiphenyl
Nonabromobiphenyl
Decabromobiphenyl
Sum of PBDEs
Monobromodiphenyl ether
Dibromodiphenyl ether
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Pentab『omodiphenyl ethe『
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Unless。the附lse agreed In writing, this document Is Issued by the C。mpany subject to its General Conditions of Service printed。verleaf, available。n request or access Ible at htto:// Nww.sas com/en/Terms-and-Condltl。ns asox and, for electronlc f。rmat d。cuments,
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Attention Is drawn to the !imitation。f llablllty indemniflcatl。n and Jurlsdlct，。n Issues defined therein. Any h。Ider of tnis d。cument is
advised that Inf。rmatl。n contained here。n reflects the c。＇！＇~画ny's 'iind_lngs at the time of Its lnterventl。n。nly and within the limits。f

~~~~~~！1~1
except in fl』II, without pri。r wrllten approval of the Company Any unauthorized alteration, f。rgery or falslficatl。n of the c。ntent。r
appearance of this document is unlawful and offenders may be prosecuted to the fullest 剧tent ol the law. Unless。therwise stated the
results shown in this test repo叫refer only to the sample(s）抽sted.
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(1) The maximum pe『missible limit is quoted from RoHS Directive (EU) 2015/863.IEC 62321 series is
equivalent to EN 6232才series
http://www.cenelec.eu/dyn/www/f?p=104:30: 1742232870351才01 ::::FSP_ORG_ID,FSP _LANG_ID:12586
37,25
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No. CANEC1907266401

Unit
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

Limit

1,000
1,000
1,000
1,000

Test Report

Test ltem(s)
Hexabromodiphenyl ethe『

Heptabromodiphenyl ethe『

Octabromodiphenyl ether
Nonabromodiphenyl ethe『

Decabromodiphenyl ether
Dibutyl phthalate (DBP)
Butyl benzyl phthalate (BBP)
Bis (2-ethylhexyl} phthalate (DEHP)
Diisobutyl Phthalates (DIBP)
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