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CUSTOMER NAME: GUANGDONG CTUBE INDUSTRY CO., LTD 

ADDRESS: CHENTANG NINIU INDUSTRY, JIAOLI VILLAGE, ZHONGTANG 

TOWN, DONGGUAN CITY, CHINA 

 

Sample Name : Φ25MM CORRUGATED CONDUIT/ FITTINGS 

Product Specification : 25MM 

Manufacturer : GuangDong Ctube Industry Co., Ltd  

Material and Mark : PVC 

Other Information : Resistance to UV 

Model range: 16mm, 20mm, 25mm, 32mm, 40mm, 50mm 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : XMIN2004002201CM, GZIN2004013000MR 

Date of Receipt  : Apr 09, 2020 

Testing Start Date  : Apr 09, 2020 

Testing End Date : Apr 21, 2020 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services Co.，Ltd Xiamen Branch 
Testing Center 

 
Jude Zhao 

Authorized signatory 
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Summary of Results: 

No. Test Item  Test Method Result 

1  
Light Ageing Test-UV 

Exposure 

ASTM G154-16 Cycle1 & ISO 105-

A02:1993/Cor.2:2005 
Grey scale: 4 

 

Original Sample Photo: 

 
                              
      




