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Applicant:

Applicant address:

Guangdong Ctube Industry Co.Ltd

ChengTang Niniu Industry, Jiaoli Village, ZhongTang Town, DongGuan
City, China

Description of the test subject:

Sample Description Photo

001

Sample Description: 90°   HF Bend,
HF Shallow Junction Box 4 way, HF

Deep Junction Box 4 way, HF
adaptable box, HF 90 pipe elbow,
HF solid elbow, HF inspection tee,
HF Clips,  HF Adaptors with male
thread and lock ring, HF Couplers,

Tube"

Style No.:
16mm,20mm,25mm,32mm,40mm,5

0mm,63mm

Manufacturer:Guangdong Ctube
Industry Co.Ltd

Receipt Date of Sample: 07/02/2020

Date of Testing: From 07/02/2020 to 07/07/2020

Sample submitted: The sample(s) was (were) submitted by applicant and identified.

Conclusion:

Test Items
Conclusion

No. Items Standard

1
Standard Test Method for Specific Optical Density
of Smoke Generated by Solid Materials

ASTM E662:2017a See test results


